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ABSTRACT

The aluminum alloy 2618A is applied for engine components such as radial

compressor wheels which operate for long time at elevated temperatures. This

results in coarsening of the hardening precipitates and degradation in mechanical

properties during the long-term operation, which is not taken into account in the

current lifetime prediction models due to the lack of quantitative microstructural

and mechanical data. To address this issue, a quantitative investigation on the

evolution of precipitates during long-term aging at 190 �C for up to 25,000 h was

conducted. Detailed transmission electron microscopy (TEM) was combined with

Brinell hardness measurements and thorough differential scanning calorimetry

(DSC) experiments. The results show that GPB zones and S-phase Al2CuMg grow

up to\ 1,000 h during which the GPB zones dissolve and S-phase precipitates

form. For longer aging times, only S-phase precipitates coarsen, which can be well

described using the Lifshitz–Slyozov–Wagner theory of ripening. A thorough

understanding of the underlying microstructural processes is a prerequisite to

enable the integration of aging behavior into the established lifetime models for

components manufactured from alloy 2618A.

Introduction

The Al-Cu-Mg alloy EN AW 2618A (EN AW

AlCu2Mg1.5Ni) is used for applications subjected to

long-term service at elevated temperatures in the

aerospace and transportation industry due to its

favorable material properties (e.g., slow long-term

degradation) [1]. It contains Fe and Ni in the form of

intermetallic compounds of lm size, which retain

microstructural stability and provide dispersion
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hardening at elevated temperatures [2–5]. The size

and distribution of the nm-sized secondary S-phase

and its precursors are the main factors influencing

the material strength. These precipitates are formed

within the supersaturated solid solution (SSSS) dur-

ing aging [6–10]. The equilibrium S-phase has the

composition Al2CuMg, and its crystal structure is

orthorhombic [11, 12]. The first decomposition

sequence proposed was [13, 14]:

SSSS ! GPB zone ! S
00 þ S

0 ! S
0 þ S ! S

The Guinier–Preston–Bagaryatski (GPB) zones,

named by Silcock [13], are rod-shaped precipitates of

1–2 nm in diameter. S’’ and S’ were reported to be

metastable variants of the S-phase. It was later sug-

gested by Ringer et al. that the GPB zones are pre-

ceded by Cu-Mg co-clusters [15–17]. In general, the

decomposition sequence of the rod-shaped harden-

ing phases during isothermal aging remains under

debate [18, 19]. In this work, the different variants of

the S-phase are not distinguished and collectively

referred to as S-phase in the following.

Components made of 2618A such as radial com-

pressor wheels need to operate at elevated tempera-

tures, close to the aging temperature for establishing

the T61 condition, for very long periods of time. This

results in coarsening of the hardening precipitates. To

describe the influence of the S-Al2CuMg phase

coarsening on material properties in a more quanti-

tative manner, it is necessary to investigate the evo-

lution of the precipitate size during aging. This, in

turn, enables the integration of the aging behavior

into the established lifetime models for components

manufactured from alloy 2618A.

The first quantitative description of the coarsening

of spherical precipitates (Ostwald ripening) was

proposed by Lifshitz and Slyozov [20] and Wagner

[21]:

r3 � r3
0 ¼ k t� t0ð Þ ð1Þ

where r is the mean radius (equivalent to ra for

cylindrical precipitates in the following sections), r0 is

the initial mean radius corresponding to the initial

time t0, k is a material-dependent constant and t is the

coarsening time. However, the derived equation is

only valid, if the following conditions are met: (i) The

mass transport needs to be isotropic, (ii) the precipi-

tates exhibit a statistical size distribution, (iii) there is

no local strain of the lattice during coarsening, and

(iv) the volume fraction of the secondary phase is

small. Oriented cylindrical particles, as investigated

in this work, require a modification of eqn. (1). For

this case, Speich and Oriani [22] derived the same

power law as given above; however, the constant

k was modified by the aspect ratio b of the precipi-

tates. This means an additional condition for Ostwald

ripening to occur is set: (v) The aspect ratio of the

particles is constant during the coarsening process. A

study by Monzen et al. confirmed this for a-Fe par-

ticles in a Cu matrix [23].

The coarsening process is not only associated with

an increasing radius, but also with a rising particle

distance. Thus, the mechanical strength decreases

according to the well-known Orowan equation [24]:

Ds ¼ Gb

2p
ffiffiffiffiffiffiffiffiffiffiffi

1 � m
p � 1

k
� ln p2r

4b
ð2Þ

Here, Ds is the increment in critical resolved shear

stress due to particle strengthening, m the Poisson’s

ratio, G the shear modulus, b the Burgers vector of

gliding dislocations, k the effective interparticle

spacing, and r the precipitate radius. k varies with

shape, orientation and distribution of the particles,

i.e., mean particle distance. The parameters r and k
can be obtained using eqn. (1) and certain mean-field

and geometrical assumptions.

The microstructure evolution of peak-aged sam-

ples of alloy 2618A during thermal exposure was

studied by different groups. Ceschini et al. reported

that exposure at temperatures C 200 �C results in a

significant decrease in sample hardness [25]. Their

microstructural investigations show that the hard-

ness decrease over time coincides with a coarsening

of the S-Al2CuMg precipitates without giving quan-

titative parameters for the S-phase aging process. The

influence of creep stress on the microstructural

changes in alloy 2618A was studied qualitatively by

Nový et al. [26, 27]. They found that coarsening of the

S-phase occurs and precipitate-free zones along the

grain boundaries form after aging at a temperature of

270 �C and different tensile creep loads. It is stated

that these zones have a detrimental influence on the

mechanical properties of the alloy.

Based on this background, Rockenhäuser et al.

presented a study to contribute to a more quantitative

understanding of the S-phase coarsening process in

alloy 2618A, especially regarding lower temperatures

(B 200 �C) which are more relevant for operating
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conditions in engine applications [28]. The study

provided a quantitative coarsening model for sam-

ples undergoing creep loads. However, it was not

possible, to transfer this ripening model to ripening

without external stresses. The reasons for this were

the difficulty to discriminate between small S-phase

precipitates and their predecessors, the GPB zones,

and to determine whether GPB zones are still present

in the material. It was shown in various studies on

GPB zones and S-phase precipitates that differential

scanning calorimetry (DSC) is a viable method to

investigate the presence of the two different sec-

ondary phases [29].

The aim of the present study is to develop a

quantitative investigation of isothermal (stress free)

aging by complementing transmission electron

microscopy (TEM) with thorough differential scan-

ning calorimetry (DSC) measurements and hardness

tests to allow a more in-depth understanding of the

S-phase aging process. In addition, very long aging

times (up to 25,000 h) were considered to ensure the

long-term validity of the aging model relevant to the

real-world operation conditions. A quantitative

description of the evolution of precipitates provides

the basis for precise lifetime prediction concepts for

alloy 2618A.

Material and experimental methods

The starting material for all fabricated and investi-

gated samples is forged circular blanks (diameter ca.

195 mm, thickness ca. 130 mm) made from alloy

2618A in T61 condition according to DIN EN 515 [30]

with a chemical composition shown in Table 1 [31].

The T61 condition includes a solution heat treatment,

quenching and aging heat treatment which leads to a

slightly underaged condition. In this case, the solu-

tion heat treatment was carried out at 530 �C for 8 h,

followed by quenching in boiling water and aging at

195 �C for 28 h. The rather long solution heat treat-

ment time of 8 h was chosen in order to reliably

dissolve any coarse precipitates that may be present

in the relatively large cross section of the forged disks

after forming and to maximize the content of alloying

elements in solid solution.

Square bulk samples (30 mm x 30 mm) with a

thickness of 4 mm were cut by wire electrical dis-

charge machining from the blank for the aging

treatment. The plates were aged at 190 �C for 0 h,

250 h, 1,000 h, 2,500 h, 5,000 h, 8,760 h (1 year), and

25,000 h (* 3 year). This temperature corresponds

approximately to the operation conditions of engine

components. The temperature of the furnace was

continuously recorded using two thermocouples

close to the blanks. The accuracy of the solution heat

treatment was ± 2 K and of the long-term aging

treatment significantly better than ± 2�K on average,

with a total of less than ten very short-term devia-

tions of up to ± 4�K. The blanks were continuously

aged with one interruption after approx. 8,950 h.

In order to understand the phase behavior of the

material, equilibrium thermodynamic calculations of

the alloy have been conducted. These calculations are

used as a basis for the precipitation analysis.

The Brinell hardness, HBW 2.5/62.5, was deter-

mined from the polished square bulk samples using

an Emco Test M4C 025 G3 hardness tester according

to DIN EN 6506-1 (five measurements, distances

between sample edge and indentations C 3 mm, and

between indentations C 3.5 mm) [32]. The measure-

ment uncertainty is B 2.5 HBW for all samples.

Subsequently, the samples were prepared for

transmission electron microscopy. Platelets/disks

were mechanically cut from the aged samples with a

thickness of about 500 lm. Then, the samples were

carefully ground using increasingly fine abrasive

papers (down to grid size P1000) to a final thickness

of about 130 lm. The final step of mechanical

preparation was punching uniform disks with a

diameter of 3 mm. To achieve electron transparency,

the disks were electropolished by twin-jet polishing

in a Tenupol-3 electropolishing device (Struers) at a

voltage of 12 V. An electrolyte with two parts

methanol (pure) and one part nitric acid (65 %)

cooled to - 20 �C was used. A previous study by

Ünlü readily provided the acceptable parameters for

electropolishing [33].

The electron microscopical investigations were

performed in a JEM - 2200FS TEM/scanning TEM

transmission electron microscope with a field-emis-

sion gun operating at 200 kV. At least ten images

were taken at different places of each sample. All

images were acquired at a magnification of 60.000x

with an edge length of 317 nm.

In addition, samples were prepared for differential

scanning calorimetry from the investigated square

bulk samples. Flat cylinders (diameter 6.4 mm,

height 1 mm, weight & 87 mg) were cut by wire

electrical discharge machining from the plates and
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then further prepared by grinding for DSC mea-

surements. Mechanical preparation was done care-

fully to avoid any further heat input. In order to

investigate the stability of phases formed during

aging, DSC heating experiments were performed.

Therefore, a PerkinElmer Pyris Diamond DSC was

used. A broad temperature range was set from

- 50 �C up to 560 �C, while a heating rate of 1 K s-1

was applied intending to detect all potential disso-

lution and precipitation reactions. Pure aluminum

(99.9995%) with the same dimensions as the samples

was used as reference material. The evaluation of

DSC heating experiments was done according to the

method proposed by Kemsies et al. [34]. At least

three individual samples for each initial condition

were investigated. All DSC results shown in this

work represent the average curve for each initial

condition.

Results

Brinell hardness

The presence of material degradation due to coars-

ening was documented by measuring the Brinell

hardness. The results are given in Table 2 and are

shown in Fig. 1. As expected, material degradation

clearly took place. An initially fast decrease from

140 HBW (T61 condition) to 116 HBW after 250 h can

be observed. The hardness decrease then slows down

in the following, and a final hardness of 99 HBW is

measured after 25,000 h of aging.

Equilibrium thermodynamic calculations

Quasi-ternary phase diagrams have been calculated

using Thermo-Calc TCAL07 database (Fig. 2a and b).

The phase diagrams at 530 �C and 190 �C show that

the S-phase is rather stable at lower temperatures, but

higher amounts of Cu and/or Mg can stabilize the

S-phase at higher temperatures. The equilibrium

phase fractions between 100 �C and 600 �C are pre-

sented in Fig. 2c.

The commercial alloy composition (Table 1) results

in a complex sequence of phase transformations.

Here, however, we limit our calculations to major

phases including the Mg2Si, Al9M2 (i.e., Al9FeNi),

Al9M3 (i.e., Al9Mn2Zn), Al9M4 (i.e., Al9Fe2Si2) and

S-phase precipitates in the Al-rich FCC matrix. It is

found that the Mg2Si and Al9M4 primary phases can

be rather stable over the whole range of temperature.

For temperatures above 400 �C, the stability of the

S-phase rapidly drops. At the solution heat treatment

temperature 530 �C, these two phases exist, while the

strengthening S-phase dissolves. Table 3 lists the

equilibrium phase fractions calculated for the current

alloy composition. At the aging temperature 190 �C,

the S-phase can reach its equilibrium maximum vol-

ume fraction of about 4.3 vol.%.

DSC measurements

DSC measurements were performed to determine the

presence of GPB zones in the material. It was

expected that the underaged T61 condition contains

both GPB zones and S-phase and that the amount of

GPB zones then decreases during the aging process.

Figure 3 shows the results of the DSC heating mea-

surements after different aging durations. The dotted,

horizontal line indicates the zero level. The DSC

results are given in the unit excess specific heat,

meaning that deviations above the zero level indicate

the dominance of endothermic dissolution reactions,

while deviations below the zero level indicate the

dominance of exothermic precipitation reactions.

First endothermic reactions start at * 220 �C for all

investigated samples. In case of the T61 state (red

curve), the earliest beginning of an endothermic dis-

solution reaction (peak A) is recognizable. This

endothermic reaction exhibits a maximum at

* 280 �C. This is very likely related to the dissolved

fraction of GPB zones that transforms into the

S-phase, also evidenced by the dissolution (peak A)

directly followed by exothermic precipitation (peak

b). This exothermic reaction starts at * 300 �C and

reaches its minimum at * 330 �C. One should be

aware that the two types of reactions are very likely

to overlap. For temperatures higher than about

400 �C, the DSC curves of all initial aging states are

very similar and show an endothermal dissolution of

Table 1 Actual composition

of alloy 2618A Element Cu Mg Fe Ni Si Mn Zn Ti Al

wt. % 2.5 1.6 1.1 1.1 0.24 \0.1 \0.1 0.06 Balance
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the S-phase with the peak C around 450 �C. This is

consistent with the thermodynamic calculations

(Fig. 2c), which reveals a maximum slope for the

S-phase around the same temperature.

The endothermic peak A (related to dissolution of

GPB zones) as well as the following exothermic peak

b (related to the S-phase precipitation) decreases in

peak area with increasing initial aging times at

190 �C. The two peaks A and b are reduced to a

saddle after 100 h of aging (blue curve). Both vanish

after about 250 h of aging (green curve). It can be

concluded that earliest after 250 h and latest after

1,000 h aging at 190 �C all GPB zones have trans-

formed to S-phase and only S-phase exists.

This evolution of GPB zones and S-phase precipi-

tates agrees with former DSC analyses [29]. The

authors found an endothermic effect between 160 �C
and 240 �C which is attributed to the dissolution of

Cu-Mg co-clusters and GPB zones. Then, an

exothermic peak follows between about 230 �C and

340 �C which corresponds to the formation of

S-phase precipitates. Another endothermic effect

Table 2 Sample designation,

aging temperature, T, aging

time, t, resulting median

particle radii, rm, geometric

standard deviation, rgeo,
Brinell hardness, HBW, and

calculated average radii, ra.

Sample designation T (�C) t (h) rm (nm) rgeo HBW 2.5/62.5 ra (nm)

Sample 1 None 0 1.56 ± 0.04 0.52 ± 0.01 140 1.79

Sample 2 190 24 – – 133 –

Sample 3 190 100 – – 122 –

Sample 4 190 250 2.03 ± 0.08 0.70 ± 0.03 116 2.61

Sample 5 190 1,000 3.05 ± 0.30 0.91 ± 0.06 113 4.65

Sample 6 190 2,500 3.63 ± 0.27 0.80 ± 0.05 110 5.00

Sample 7 190 5,000 4.04 ± 0.38 0.78 ± 0.07 109 5.50

Sample 8 190 8,760 5.64 ± 0.20 0.41 ± 0.03 106 6.14

Sample 9 190 25,000 7.36 ± 0.21 0.42 ± 0.02 99 8.03

Figure 1 Brinell hardness (HBW) of the initial state T61 and the

aged samples vs. aging time.

Figure 2 Section of quasi-ternary phase diagrams at a 530 �C and b 190 �C. c Development of phase fractions as a function of

temperature.

Table 3 The equilibrium phase fractions (vol.%) obtained using

Thermo-Calc, TCAL07 database

T (�C) S-phase Mg2Si Al9Mx FCC (matrix)

530 �C 0 0.2 5.7 94.1

190 �C 4.3 0.4 6.0 89.3

8708 J Mater Sci (2021) 56:8704–8716



between 340 �C and 500 �C is connected to the dis-

solution of S-phase. The temperatures reported in

[29] for the GPB zone dissolution and S phase for-

mation are close to those found in our investigations.

The slight differences can be explained by the faster

heating rate used here (causing peak shifts to higher

temperatures) and by the differences in the chemical

compositions of the alloys considered.

TEM measurements

Dark-field transmission electron microscopy

(DFTEM) was performed to systematically investi-

gate the S-Al2CuMg precipitate radii evolution.

DFTEM allows selective imaging of the S-phase pre-

cipitates and GPB zones. The S-phase precipitates

form as rods along the \001[a direction of the a-Al

matrix. The GPB zones as predecessors of the S-phase

are also oriented along this direction. Therefore, the

samples were oriented in the [001]a direction for the

DFTEM investigations. Figure 4 shows a selected

area diffraction pattern of the investigated Sample

1 (T61) with clearly visible reflections of the oriented

Al-matrix exemplary for all samples. The rod-shaped

precipitates cause the streaks in between the matrix

reflections [35]. An aperture was used to select the

streaks for dark-field imaging as indicated by the

circle. The insertion of the aperture also excludes

contrast contributions of the primary phases present

in the samples (Al9FeNi, Mg2Si).

Representative dark-field images of the S-Al2CuMg

precipitates are shown in Fig. 5a-g. The contrast of all

presented DFTEM images was (linearly) enhanced

for better visibility. The spots with bright contrast

correspond to S-phase precipitates and GPB zones

oriented along the [001]a direction and penetrate the

image plane. The elongated lath-shaped contrasts are

caused by rods oriented orthogonal to the incident

electron beam. The rods are imaged along the [001]a,

[010]a and [100]a directions of the Al matrix. Rods

aligned along the [001]a direction (i.e., with their rod

axis orthogonal to the image plane) produce more

contrast in comparison with the rods orientated

orthogonal to the incident beam direction [001]a (i.e.,

with their rod axis parallel to the image plane), since

the electron beam passes a larger number of piled-up

atomic planes for the former variant. The latter are

only passed by the electron beam across their diam-

eter and thus produce less contrast. The bright con-

trast spots in Fig. 5a correspond to the precipitates of

the initial T61 state. According to the DSC results,

GPB zones and S-phase exist. Coarsening of the ini-

tially smaller particles elapses during isothermal heat

treatments at 190 �C for 250 h, 1,000 h, 2,500 h,

5,000 h, 8,760 h, and 25,000 h. The resulting larger

bright contrasts can be seen in Fig. 5b-g). According

to the DSC results, from 1000 h on, only S-phase

exists. All precipitates imaged by DFTEM were in the

following analysis considered as cylindrical rods

with radius, r, and length, l. It was not possible to

quantify the length of the precipitates due to the low

contrast of the rods parallel to the image plane.
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Figure 3 Average DSC curves of the samples in initial conditions

T61 as well as aged at 190 �C for 24 h, 100 h, 250 h and 1,000 h.

Figure 4 Diffraction pattern for the investigated area of Sample 1

(T61 state); the image was rotated.
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Therefore, the quantitative analysis focused on the

precipitate radius.

Radii distributions were obtained from the images

using a standard procedure described in a previous

publication [28]. The S-Al2CuMg precipitates from

multiple images of each sample were evaluated and

then used to generate cumulative radii distributions

functions normalized to the total number of precipi-

tates for each sample. A log-normal distribution [36]

n rð Þ ¼ 1

2
ffiffiffiffiffiffi

2p
p

rrgeo
exp

ln r
rm

� �� �2

2rgeo

0

B

@

1

C

A

ð3Þ

with the particle radius, r, the median particle

radius, rm, and the geometric standard deviation,

Figure 5 Dark-field images of the S-Al2CuMg precipitates oriented along the [001] zone axis of the Al-matrix for a Sample 1 (T61),

b Sample 4 (250 h), c Sample 5 (1,000 h), d Sample 6 (2,500 h), e Sample 7 (5,000 h), f Sample 8 (8,760 h), g Sample 9 (25,000 h).
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rgeo, was used as fitting function for the measured

radii distributions. The comparison of the experi-

mental data and the fitted functions according to

eqn. (3) are shown in Fig. 6a-g. The bars correspond

to the experimentally determined number of particles

in the investigated samples and are normalized to the

total number of precipitates found for the respective

state. The number of particles for each state was at

least 300 from at least two different samples with at

least ten evaluated images except for Sample 9. Due

to the long aging time of 25,000 h, the precipitate

density is lower and only 188 precipitates were

evaluated. The fitted log-normal distributions are

plotted as a line in the graphs and show good

agreement with the experimental data.

The radii distributions in Fig. 6a-g indicate that

during aging with increasing duration, the initially

narrow distribution (Sample 1) broadens (Samples

2–7) and the distribution maximum moves to higher

radii. Note the different scales of the y-axis in Fig. 6a

and Fig. 6b and of the x-axis in Fig. 6g. Parameters rm

and rgeo were determined from the raw data for all

samples and are given in Table 2. The resulting

average radius, ra, can then be calculated:

ra ¼ rmexp
r2
geo

2

 !

ð4Þ

The development of the average particle radii, ra,

calculated using eqn. (4) vs. time is shown in Fig. 7.

Figure 6 Fits of radii distributions including data of a Sample 1 (T61), b Sample 4 (250 h), c Sample 5 (1,000 h), d Sample 6 (2,500 h),

e Sample 7 (5,000 h), f Sample 8 (8,760 h), g Sample 9 (25,000 h).
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The average radius increases which indicates that

coarsening of the precipitates took place.

It is striking that there is a pronounced change in

slope at 1,000 h: The initial strong increase deceler-

ates, and the coarsening slows down considerably.

This point coincides with finishing GPB zone disso-

lution according to DSC results. Radius ra increases

by 2.86 nm from initially 1.79 nm (T61 state) to

4.65 nm during the first 1,000 h of aging (factor

* 2.6). The following increase of 3.38 nm from

4.56 nm (after 1,000 h) to 8.03 nm (after 25,000 h)

takes 24,000 h which is considerably longer. The error

bars in the graph include the statistical error and the

systematic error of the size measurement in the

electron microscopical images.

Discussion

The results described for the development of hard-

ness, DSC heating curves and precipitate radii clearly

show the expected degradation of the strengthening

phases in the alloy during aging. The GPB zones

transform to S-phase and further coarsen depending

on the time of the heat treatment (Fig. 5). The coars-

ening changes the precipitates distribution and

increases the effective interparticle spacing k which

then according to eqn. (2) leads to degradation in

material strength and hardness (Fig. 1). This quali-

tative result corresponds well to previous studies

performed at higher temperatures (205 �C–300 �C) by

Ceschini et al. albeit the temperature in our study

was lower (190� C) [25]. The investigations of Nový

et al. at 270 �C also exhibit comparable qualitative

degradation phenomena [26, 27]. However, the

coarsening process cannot be directly compared,

since these studies examined mainly aging under

load conditions (creep). In contrast, our present study

focuses on isothermal aging without external loads.

The results reported here complement and

improve upon previous results presented by Rock-

enhäuser et al. regarding a quantitative description of

S-phase coarsening in alloy 2618A [28]. The previous

study was able to quantify and explain the coarsen-

ing under external load conditions (creep) [28]. In this

case, it was possible to explain the ripening process

for stressed samples considering a model which

included diffusion along dislocations. The quantita-

tive description of the S-phase ripening process

without external load remained, however, open. Sev-

eral factors limited the transferability of the model.

Firstly, the TEM data were restricted to 0 h (T61),

250 h, 2,500 h, and 5,000 h of aging at 190 �C, which

might be a time span too small to fully understand

the process. In addition, the dissolution process of the

GPB zones present in the T61 state seems to be

accelerated and completed faster under load. This

could be governed by pipe diffusion and/or stress-

driven fluxes, rather than normal diffusion, which

then may not be captured using a simple coarsening

model

The first problem was overcome by investigating

additional samples by TEM (1,000 h, 8,760 h, and

25,000 h). The resulting data of the average radii

(Fig. 7) were used to study the Ostwald ripening

model introduced (eqn. 1), for the isothermal aging

process. The fit of r3
a � r3

0

� �

vs. aging time is shown in

Fig. 8a. (The upper x-axis shows the aging time in

years and the lower one in hours.) Here, the average

precipitate radius ra = 1.79 nm of the T61 state and t0
= 0 was used as initial mean radius r0.

It is immediately apparent that the Ostwald

ripening law (eqn. 1) does not describe the process

for coarsening times all through 0 h to 25,000 h, sat-

isfactorily. The data points deviate strongly from

the fitted graph, and the fit quality is poor (slope:

6.05�10-6 nm3 s-1 ± 8.3 %).

To assess the influence of GPB zones on the

coarsening process, DSC measurements were per-

formed. The measurements give insight on the

Figure 7 Average precipitate radius, ra, vs. aging time, t, of

Samples 1, 4 to 9. The line is only a guide to the eye for

convenience.
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presence of GPB zones during the early stages of the

coarsening process. It is apparent from Fig. 3 that the

curve for Sample 5 clearly shows no GPB zones left in

the sample after 1,000 h of aging. Thus, for aging

times \ 1,000 h a dissolution of GPB zones and

growth/ripening of S-phase may occur.

To address the question of why the kinetics of

coarsening slow down after the GPB zones are dis-

solved, the data from Fig. 7 were replotted on loga-

rithmic scales (Fig. 9). In addition, the expected

slopes of 1/2 for pure growth (red dashed line) and

1/3 for pure coarsening (blue dash-dotted line) are

overlaid in this graph. Zener [37] has shown that the

development of the radius of cylindrical precipitates

is characterized by a diffusion-controlled growth with

t1/2. On the other hand, the Ostwald ripening/coars-

ening, which is dominated by competitive evolution

of the precipitates of different sizes, is shown to fol-

low t1/3 [20, 21]. A comparison with the experimental

data for the average radii in Fig. 9 shows that up to

1,000 h the slope is closer to 1/2, changes for times

[ 1,000 h and approaches the straight line for 1/3

after very long times. This indicates that the pro-

cesses for times up to 1,000 h are rather still charac-

terized by the growth kinetics and only after 1,000 h

the coarsening kinetics start to prevail. The GPB

zones probably do not reach the coarsening stage, but

dissolve earlier in favor of the S-phase, which is

consistent with the DSC measurements as well.

Considering a start of the Ostwald ripening process

at t0 = 1,000 h leads to a reasonable result, which is

presented in Fig. 8b. The x-axis at the bottom shows

the total coarsening time (as in Fig. 8a). Here, the

average precipitate radius ra = 4.65 nm of Sample 5

(aging for 1,000 h) was used as initial mean radius r0.

Assuming a start of the ripening process at t0 =

1,000 h allows to fit a model according to eqn. (1) to

the data with a convincing result. The fit leads to a

slope of 4.8�10-6 nm3 s-1 ± 0.7 % with little deviation

of the data from the fit:

r3
a ¼ 4:8 � 10�6tþ 83:26 nm3

� �

ð5Þ

The x-axis at the top of Fig. 8b shows the ‘‘Ostwald

ripening time’’ of samples with aging of 1,000 h or

more (Sample 5 to 9), where the coarsening time of

1,000 h (Sample 5) corresponds to the beginning of

the Ostwald ripening. This means that the ripening

process can be understood in a quantitative manner

for long-term aging after an initial co-ripening stage

up to 1,000 h during which a dissolution of GPB

zones and ripening of S-phase occur.

Figure 8 Ostwald ripening a from 0 h aging and b from 1,000 h

aging onward.

Figure 9 Logarithm of data from Fig. 7 and expected slopes for

pure growth and coarsening.
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The results thus provide a quantitative description

of the coarsening process over a significantly long

time of aging, applicable to the realistic operation

conditions of alloy 2618A. These outputs can be

directly combined with the lifetime prediction mod-

els for a safer design of engine components.

Conclusions

The isothermal load-free aging of the aluminum alloy

2618A in the T61 condition was investigated at 190 �C
for long durations. The coarsening of the S-Al2CuMg

phase and its precursor (GPB zones) was studied by

transmission electron microscopy (TEM), and the

radius of the rod-shaped precipitates was quantified.

Classical Ostwald ripening models could not be

applied for a quantitative description of the precipi-

tate evolution under short-time aging or external

load, as a previous work has shown [28]. Here, TEM

analysis was complemented by thorough differential

scanning calorimetry (DSC) measurements allowing

a more in-depth investigation of very long aging

process up to 25,000 h. The prolonged aging study

reveals the long-term stability of the aging model.

The results show that:

– The average precipitate radius, ra, initially

increases very quickly with a pronounced change

in slope after 1,000 h aging. This is found to be

due to the initial growth kinetics of the precipi-

tates. The coarsening kinetics slow down consid-

erably afterward.

– The DSC results clearly indicate the coexistence of

GPB zones and S-phase for shorter aging times. It

is likely that for aging times\ 1,000 h GPB zones

and S-phase coexist: GPB zones dissolve, and new

S-phase is formed.

– An Ostwald ripening law according to eqn. 1

(plotting (ra
3–r0

3) vs. aging time) does not describe

the process for coarsening times from 0 to

25,000 h satisfactorily. It is shown that a growth

to ripening mechanism change occurs around

1,000 h.

– Therefore, the approach was chosen to consider

the ripening only after the complete dissolution of

the GPB zones, i.e., for 1,000 h and longer, where

only the S-phase coarsens. For this purpose, r0

was chosen to be ra (t0 = 1,000 h). The model fit to

the data provides a ripening according to eqn. (5)

which quantitatively describes the evolution of

precipitates between 1,000 and 25,000 h.

Our results enable a quantitative description of the

precipitation evolution. Combining these results with

the underlying metallurgical understanding of the

coarsening process allows now a realistic assessment

of the operating engine components made of 2618A.

The current results can be directly combined with the

lifetime prediction models of those components.
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