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What Does Conversion Mean in Polymer Science?

Hans R. Kricheldorf,* Felix Scheliga, and Steffen M. Weidner

The definition of the term “conversion” is discussed for a variety of polymer
syntheses. It is demonstrated that in contrast to organic and inorganic chem-
istry several different definitions are needed in polymer science. The influence
of increasing conversion on structure and topology of homo- and copolymers
is illustrated. Chain-growth polymerizations, such as radical polymerization

definitions of conversions as they are dis-
cussed here and in text books make only
sense with regard to the desired main
reaction, which is usually formulated in
the text:

A+B—C )

or living anionic polymerizations of vinyl monomers, condensative chain

polymerization, two and three-dimensional step-growth polymerizations,
ring—ring or chain—chain equilibration and chemical modification of polymers

are considered.

1. Introduction

In more than 99% of all reactions in organic and inorganic
chemistry the term “conversion” (p) deserves only one simple
definition, which is presented in Equation (2), based on the
reaction scheme given in Equation (1). Conversion means con-
sumption of a starting material needed for the reaction under
consideration. Quantitative conversion represents an experi-
mental situation defined by the total consumption of a starting
material (A or B = 0 in Equation (2)). However, under perfectly
homogeneous conditions, or in other words, in a one-phase
system, all chemical reactions are part of an equilibrium, and
quantitative conversion cannot be reached. Only in experiments
where at least one reaction product can migrate to another
phase (e.g., by evaporation or crystallization), quantitative con-
version can be achieved. However, for preparative studies an
extremely one-sided equilibrium may be treated as a quantita-
tive reaction. It is also trivial to say that a quantitative consump-
tion of a starting material may result from side reactions, but
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P:(NAO _NAt)/NAO
(with N, = number of A molecules)

(2)

I+M—I1-M (3a)
I-M+M—>I-M-M (3b)
I-M-M+xM—1-(M),,, (3¢)

P=(Nmo—Nu:)/Nyo  (with Ny, = number of monomers) (4)

xa-M-b—(x-1)ab+a—(M),-b (5)

pz(NaO_Nat)/NaO

(with N, = number of functional a” groups) (6a)

p=(Nio —Ny) /Ny
(with N, =number of functional b” groups)

(6b)

Since Carothers!!! and Flory!>3l have subdivided all poly-
merizations into two categories—chain-growth and step-
growth polymerizations—textbooks of polymer science usu-
ally mention two different definitions of “conversion.” The
definition of Equation (4) is presented for chain-growth poly-
merizations (ChainGP), a schematic formulation of which is
given in Equations (3a—c). Concrete examples are the anionic
polymerizations of oxirane, cyclo(hexamethyl trisiloxane), and
methyl methacrylate in Scheme 1 For linear step-growth poly-
merizations (StepGP), a schematic formulation of which is
given in Equation (5) and concrete examples in Scheme 2
the conversion is defined by Equation (6a,b). Equation (6a,b)
are identical, when “a-b” monomers (Equation (5)) or equal
amounts of a, and b, monomers are used. For b, > a, only
Equation (6a) holds. However, polymer science and the chem-
istry of small molecules not only differ in the sheer number
of definitions needed for the term “conversion.” In organic
and inorganic chemistry the extent of conversion mainly influ-
ences the yield and indirectly the purity of the desired reac-
tion product. But, in polymer science the conversion also has a
strong influence on several structural parameters, such as:
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Scheme 1. Examples of anionic polymerizations involving oxiranes, hexa-
methyl cyclotrisiloxane or methyl methacrylate as monomers (I = anionic
initiator).

A. the number average molecular weight (M,), and the weight
average molecular weight (M,,) and thus, on their ratio (dis-
persity D), which is a simple indicator for a broad or narrow
molecular weight distribution,

. the structure of hyperbranched polymers, because the degree
of branching increases with the conversion,

. the structure of copolymers, because both ratio and sequence
of comonomers vary with the conversion when the reactivity
of the comonomers is (as usual) not identical,

. the architecture (topology), because in StepGP cyclization oc-
curs, the extent of which increases with the conversion,

. the architecture (topology) of branched polymers result-
ing from “three-dimensional” polycondensations, because
beyond a critical conversion insoluble networks (gels) are
formed.

This list clearly demonstrates that in polymer science the
role of conversion is far more complex than in almost all reac-
tions of small molecules. A systematic discussion of conversion

1
X H—NH-(CH,)s—C-OH

X=y+z

X NHZ_(CHQ)G_NH2
AT
_

-H,0

+

Q Q
x HO-C—(CHy),—C—-OH

AT
-H,0
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and structure of the resulting (co)polymers is rarely found in
textbooks and over the past 20 years new polymerization strate-
gies (e.g. ring-expansion polymerization and ring-ring or pol-
ymer equilibration) have been developed, which require addi-
tional definitions of conversion. The present contribution has
the purpose to close this gap.

2. Chain-Growth Polymerizations

The definition of conversion used for ChainGP (Equation (4)) is
quite analogous to the definition used for reactions in organic
and inorganic chemistry (Equation (2)). Likewise, analogous are
the consequences of homogeneous and heterogeneous reaction
conditions. In a one-phasic system the conversion stops, when
the equilibrium concentration of monomer has been reached,
and a nearly quantitative conversion may be achieved, when the
polymer precipitates from the reaction mixture or when it crys-
tallizes from a polymerization performed in the melt. Side reac-
tions destroying the active chain ends will, of course, prevent
high conversions regardless if the reaction mixture remains
homogeneous or not.

Yet, there is one important type of polymerization which
deviates from the afore mentioned scheme, namely radical
polymerizations of vinyl monomers. As schematically outlined
in Scheme 3, the chain growth is followed by two kinds of
unavoidable termination steps: recombination and dispropor-
tionation. Disproportionation cannot occur, when the B-carbon
of the vinyl monomer is double substituted, as it is true for
esters of methacrylic acid (Scheme 4). When enough initiator
is present, which produces radicals for a sufficiently long
period of time, quantitative conversion of the vinyl monomers
may be achieved. Furthermore, high molecular weights may
be obtained, because the propagation is usually much faster
than the termination steps. The average molecular weights
are strongly influenced by the temperature, as discussed in all

0
HJ[NH—(CH2)5—<'5]LOH
y
+

0]

NH-(CH,)s—C

2 2
H+NH—(CHZ)G—NH—C—(CH2)4—C~]~OH
y

Scheme 2. Syntheses of Nylon-6 and Nylon-6,6 by thermal polycondensation.
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Scheme 3. Fundamental reactions of a free radical polymerization of vinyl monomers.

textbooks, whereas the conversion has little influence on the
lengths of the polymer chains.

In the case of radical copolymerizations of two comonomers
having different reactivities (as usual), the conversion may
have a strong influence on the composition of the resulting
copolymers. The chains formed in an early stage of the copoly-
merization contain a larger fraction of the more reactive
monomer and the chains formed at high conversions neces-
sarily consist of a larger faction of the less reactive comonomer.
This phenomenon is known under the term “first order hetero-
geneity.” It is obvious that the composition of the entire poly-
merization product, and hence, its physical and mechanical
properties will be affected, when the conversion is incomplete.

CHy  CHs oT CHy
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CH;  CHs CHy
CH,3
+ x  HCC
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0
CHy
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Scheme 4. Radical polymerization of methyl methacrylate initiated by the
radicals liberated from azoisobutyronitrile.
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When in anionic polymerizations termination steps are
absent, the chain growth will continue until the monomer/
polymer equilibrium is reached and the DP will parallel the
monomer /initiator ratio as formulated in Equation (7). In
this case the maximum DP will be reached at 100% conver-
sion. Two groups of such ideal polymerization are known
based on the following criteria. First, initiation is much
faster than propagation and all chains are initiated almost
at the same time. In this case a narrow molecular weight
distribution will result (M /M, < 1.2). This group of poly-
merizations, first detected by Michael Swarc¥ for anionic
polymerizations of certain vinyl monomers, has been labeled
“living polymerization.” Three of such almost ideal poly-
merizations are outlined in Scheme 1 Second, not all chains
are initiated at the same time, so that a broad molecular
weight distribution will result. This case is nick-named
“immortal polymerization”

DP=(M]/I])+ p )

In the case of an (nearly) ideal ionic copolymerization of
monomer having different reactivities with initiation faster
than propagation, the chain segment following the end
groups formed by the initiator, will contain a larger fraction
of the more reactive monomer. With increasing conversion
incorporation of the less reactive monomer becomes more
and more effective and the segments formed toward the end
of the polymerization will be richer in units of the less reac-
tive monomer. This phenomenon is called “second-order
heterogeneity.” In such copolymerizations the “first-order
heterogeneity” will not be totally absent, but its influence on
the properties of the copolymer will be small compared to the
influence of the “second-order heterogeneity.” Incomplete
conversion will again affect the physical and mechanical prop-
erties of the copolymers, because the balance between the two
comonomers is different from that of a copolymer resulting
from 100% conversion.

© 2021 The Authors. Macromolecular Chemistry and Physics published by Wiley-VCH GmbH
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3. Step-Growth Polymerizations

3.1. Two-Dimensional Step-Growth Polymerizations

The experimental and theoretical basis of StepGP was elabo-
rated by W. H. Carothers and coworkers in 1927-1937,1 and later
expanded and improved by J. P. Flory (Nobel Prize 1974).23 Fur-
ther important revisions and improvements were contributed by
Jacobson and Stockmayer,>® Gordon and Temple/”#! and Stepto
and coworkers.*% The description of StepGP in textbooks is
mainly based on the Carothers-Flory (CF) theory, whereas the
later contributions of other researchers are usually ignored.
Characteristic of the CF theory are the assumptions that:

a. all monomers, oligomers and polymers can react with each
other at any time (kinetic definition of StepGP),

b. cyclization reactions do not play any role (which was revised
later by Stockmayer, Gordon and Stepto).

Prior to a discussion of the CF-theory, three terms should be
defined to avoid confusion. First, following Flory's terminology,
StepGPs involving monomers having two functional groups
will be called “two-dimensional,” whereas StepGPs based on
monomers having three or more functional groups will be
called “three-dimensional,” because they may vyield space-
filling networks. Second, StepGPs exclusively yielding linear
chains (according to the CF-theory) will be labeled “linear
polycondensations” (or linear polyadditions). Third, kinetically
controlled (kin-c) and thermodynamically controlled (therm-c)
StepGPs should be distinguished.

Kin-c means that the main reaction product is formed by
the most rapid reaction sequence, and that the individual poly-
merization steps are irreversible. Cyclics formed in the course
of a kin-c polymerization are not reactive and just play the role
of solvents.

Therm-c means that the polymerization process involves
rapid equilibration reactions, so that in the ideal case a reac-
tion mixture represents at any time the thermodynamically
most stable scenario. These therm-c polycondensations or
polyadditions involve formation of cyclic oligomers via “back-
biting” from a reactive chain end. This ring-forming process is
reversible, and the resulting ring—chain equilibrium automati-
cally includes a ring-ring and a chain—chain equilibrium.

The differentiation between kin-c and therm-c type StepGPs
was contributed to the theory of StepGPs by Jacobson and
Stockmayer.>0l

The final state of a perfectly linear kin-c polycondensation
is one giant chain comprising all monomers. Since this chain
contains two end groups (as any linear chain), it does not obey
the definition of quantitative conversion (p = 1) according to
Equation (6a,b). It is an irony of the CF theory that its defini-
tion of conversion is useful for StepGPs involving cyclization,
becausel00% conversion can only be achieved with complete
cyclization of all reaction products. However, this is in contra-
diction to the postulated perfectly linear character. In principle
a maximum conversion of a perfectly linear polycondensation
may be defined according to Equation (6a) with the restriction
that Na, > 1 (Equation (8a)) or according to Equation. (8b). This
modification takes into account that the presence of two end
groups represents the final state. Nonetheless, Equation (6a,b)
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is a useful approximation for both, kin-c and therm-c poly-
condensations up to conversions near 99%. It is perfectly cor-
rect for StepGPs involving cyclization, as demonstrated by
the consideration of 100% conversion. Since at 100% conver-
sion, no end groups have survived, the reaction mixture will
exclusively consist of cycles. These cycles are, of course, not
formed at once at the end of the polycondensation, they are
formed gradually over the whole course of the polycondensa-
tion. Thus, the weight fraction of cycles increases dramatically
between 99% and 100% conversion, because in this range the
long chains cyclize. Therefore, it is characteristic for StepGPs
that the architecture of the reaction products changes gradually
from linear to cyclic until at 100% conversion all reaction prod-
ucts are cycles:!!!

pmux =(Na0_Nat)/Nu0 Wlth Nut >1 (83)

pmux:(NfO_Nﬂ)/Nfo WlthNﬁ >2 (Sb)

(Np= Number of all functional groups)

The so-called “Carother equation” (9) correlates the DP
with the conversion based on the definition of “p” according
to Equation (6a,b). Since its “invention” by W. H. Carothers it
is presented in most textbooks having a chapter on StepGPs.
Yet, even in the case of a perfectly linear polycondensation (as
assumed by Carothers and Flory) it is not quite correct, because
for p =1it predicts a polymer chain of infinite length. However,
it yields an adequate description of linear kin-c type StepGPs,
when Equation (8a,b) is used. In this case the DP corresponds
at pmax to a chain comprising all monomer units. However,
as soon as formation of cycles comes into play, the “Carother
equation” is pretty inaccurate. This conclusion is immediately
evident in the case of therm-c type StepGPs, because in this
case cyclic oligomers are formed via “back-biting” even at low
conversions:

DP=1/(1-p) ©)

DP=1/[1- p(1- X% (10)

with o = v./v; (v, = rate of ring formation; v, = rate of chain
growth)

Kinetic calculations of Gordon and Stepto% and the
experimental work of the first author' have proven, that in
real kin-c StepGPs cyclization competes with chain-growth at
any stage of the polymerization. At 100% conversion all end
groups have disappeared, so that all reaction products have a
cyclic topology. Equation (10) is then an adequate correlation of
DP and conversion, because it takes into account the perma-
nent competition of cyclization and chain growth (v./v.). For
v, = 0, Equation (10) is identical with Equation (9). For v, > 0
and under ideal conditions the DP is exclusively limited by
the impact of cyclization. However, v /v, is not absolutely con-
stant over the whole course of the polycondensation. It varies
slightly with the conversion, because the molar concentration
of all linear species [La] decreases dramatically at higher con-
version (Equation 11). This equation is the so-called “law of
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self-dilution”"®! which is characteristic for StepGPs in contrast
to ChainGPs. [La] decreases with higher conversions regard-
less if the conversion results from cyclization or from chain
growth steps. The lower concentration favors, in turn, cycliza-
tion according to the Ruggli-Ziegler Dilution Principle. On the
other hand, the increasing chain length reduces the cyclization
tendency. The balance between both effects depends on the
chemical structure of the resulting polymer and on the solva-
tion, which influences the coil density of a polymer chain and
thus, the distance between the end groups:

[Lﬂ]z =[Lu]o (1_p)
([L.]= molar concentration of all linear active species)
(11)

Jacobson and Stockmayer®®! have denied that end-to-end
cyclization occurs in reversible (therm-c) polycondensations
with exception of very low oligomers. They have calculated that
for most monomers polycondensations with high monomer
concentrations (e.g., in bulk) will only result in low concen-
trations of cycles. However, it has quite recently been dem-
onstrated!”!®] that part of the Jacobson-Stockmayer theory is
wrong, and end-to-end cyclization can occur under all reac-
tion conditions, so that 100% conversion with formation of
100% cycles can also theoretically be achieved in therm-c poly-
condensations. Hence, the definitions (6a) and (6b) serve, in
fact, all types of StepGPs.

In contrast to ionic polymerizations of o-olefins, vinyl mono-
mers or heterocycles increasing conversion influences two
structural parameters of polycondensates, namely the molecular
weight and the topology. However, for the following reasons
the influence of increasing fractions of cyclic polymers on the
properties of polycondensates is usual not observed in technical
products. The weight fraction of cyclic polymers, above all high
molar mass cycles, increases strongly above 99.9% conversion.
Yet, extreme conversions also mean extreme molar masses of
the entire polycondensate. Since almost all polycondensates
are polar polymers, the melt viscosity may reach levels, which
make processing from the melt difficult or even impossible.
Hence, the number average molecular weights of polyconden-
sates are usually kept below 50000 and even below 20000, for
example by the addition of chain terminators. Regardless how
the conversion was stopped, any limitation of the conversion
has the consequence, that the fraction of cycles is kept on a low
level (typically <5 weight%).

StepGPs need a further differentiation, namely systems
based on “a-b” monomers (see Nylon-6 in Scheme 2 and
systems based on “a, + b,” combinations (see Nylon-6,6 in
Scheme 2. Usually, the only comment in textbooks is the state-
ment that “a-b” monomers have the advantage of a built-in
perfect stoichiometry of “a” and “b” functional groups. How-
ever, in a recent Feature Articlel!” the first author has pointed
out that both systems vary largely in their synthetic potential,
meaning that with a combination of “a,” and “b,” monomers
a much broader variety of structures and architectures can be
synthesized. Yet, both monomer systems may also vary with
respect to the kinetic course, Thus, the cyclization tendency of
“a-b” monomers is twice as high, when length and structure
of these monomers are comparable with those of the “a,” and
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“b,” monomers. This difference results from the fact that all
reaction products of “a-b” monomers possess one “a” and one
“b” end group and can cyclize, whereas in the case of an “a, +
b,” polycondensation only 50% of all oligomers and polymers
possess one “a” and one “b” end group. Therefore, the “a, +
b,” system may be subdivided into three categories according to
their kinetic properties.

I) The reaction between both monomers is nearly as fast as the
chain growth steps.

II) The reaction between the monomers is faster than the chain
growth steps.

IIT) The reaction between both monomers is slower than the
chain growth steps.

Category I agrees with polycondensations of “a-b” monomers
provided that a perfect 1.0/1.0 stoichiometry of “a,” and “b,” is
given, and the same definitions of conversion can be applied
(Equations (6a,b and 8)).

Category II means that the monomers generate rapidly
a high concentration of dimers which then continue chain
growth in the normal way. Again Equations (6a,b and 8a,b) are
applicable. In an extreme but unrealistic case, when the reac-
tion between both monomers is several hundreds or even thou-
sand times faster than chain growth, a stage will be reached
where the conversion of monomers comes close to 100%,
whereas the conversion of functional groups is only around
50%. This scenario underlines the difference between the defi-
nitions of Equations (4 and 6a,b).

Category III means that the reaction between “a,” and “b,”
monomers is the step that determines the rate of the entire
polymerization process. When we assume that “b,” is less reac-
tive than the “b” end groups of the oligomers and polymers,
as illustrated for the C-Cl or C-Br bond in Scheme 5 with k; <
k12022l an excess of “b,” monomers enhances both, the rate
of chain growth and the DP. Such polymerizations are known
under the label “non-stoichiometric polycondensations,” but
only a few examples have been described so far.”)l When an
excess of “b,” is used, only Equation (6a) is a correct definition
of the conversion, but not (6b).

Finally, Equation (12) needs a short discussion. This equation
was elaborated by Flory to describe the number distribution of
linear chains in kin-c StepGPs. The conversion was defined
according to Equation (6a,b). For quantitative conversion
Equation (12) yields n, = 0, what means that all linear species
have completely disappeared. This result may either considered
as an absurdity or as an indication that finally all chains have
cyclized — in contrast to Flory's postulate. However, when cycli-
zation competes with chain growth, Equation (12) is not valid
anymore for the entire molecular weight distribution, but only
for the fraction of the linear chains. Nonetheless, Equation (12)
may serve as an approximation to systems with low cycliza-
tion tendency (low v, /v, ratios, e.g. 1/100) and for conversions
below 99%. Yet, Equation (12) is still correct for perfectly linear
StepGPs of the kin-c type, when the conversion is defined
according to Equation (8a,b).

nx sz—l (1_p)
(with x = degree of polymerization of individual chains)
(12)
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KX-Ar—XK + CHzY; —  KX-Ar=X-CH,Y
X=0.S +  XK-MR—XK k2
Y =Cl, Br + CHaY2 - XY

KX-Ar-X-CH,=X-Ar-XK

Scheme 5. Syntheses of poly(thio)formals from potassium salts of diphe-
nols or bis-thiophenols and di-chloro-or di-bromo-methane.

3.2. Three-Dimensional Polycondensations

Three-dimensional polycondensations may be subdivided into
two groups, namely those based on “ab,, monomers and those
based on “a, + b, monomers (with n > 2). Monomers of the
“ab,” types yield hyperbranched polymers that are character-
ized by a brush or tree-like branching (see Scheme 6). Hence,
the conversion is best defined by the consumption of “a”
groups according to Equation (6a). Flory discussed polyconden-
sations of “ab,” monomers bare of cyclization reactions,>? but
for such polycondensations quantitative conversion is impos-
sible quite analogous to a perfect linear polycondensation.
Hence, the restriction N, > 2 needs to be added and only a p,,.,
can be defined (Equation (8a)), but not a quantitative conver-
sion. A quantitative conversion can only result from cycliza-
tion reactions, and recent experiments have confirmed that in
polycondensations of “ab,” monomers cyclization competes
with chain growth in close analogy to two-dimensional poly-
condensations This means, that for p = 1 all hyperbranched
polymers possess a cyclic core (Scheme 6), and not the brush or
tree-shaped architecture postulated by Flory (see also the TOC
graphic). Again, in analogy to two-dimensional polycondensa-
tion, the DP obeys Equation (10) and not Equation (9).

For polycondensations of “a, +b,” monomers only the kin-c
type of equifunctional monomer mixtures should be consid-
ered. Equifunctional means that the molar ratio of “a, and “b,,
“corresponds to equal numbers of reactive “a” and “b” groups.

b b
b
b b
a_< — a b
b b
b
I
¥/
b b b b b
b
b
bp b b
b b
b

Scheme 6. Formation of hyperbranched oligomers and polymers by poly-
condensation of “ab,” monomers.
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When the conversion is defined according to Equation (6a,b),
the experimental conditions yield two different scenarios.
First, above a critical monomer concentration gelation occurs
at higher conversions and quantitative conversion cannot be
achieved. For kin-c type polycondensations based on equi-
functional monomer mixtures Flory has calculated the critical
conversion (p,) where the gel point is reached (Equations (13
and 14)) assuming that no cyclization occurs. This critical con-
centration decreases with the number of functional groups in
the “b,” monomer. In other words, higher functionality of “b,”
means higher crosslinking tendency. The experimental results
known at that time gave slightly higher p, values than calcu-
lated by Flory. He attributed this discrepancy to a few cyclization
reactions. Yet, it is also worth noting that the conversion not
totally stops at the gel point. Only a part of the polycondensate
is engaged in the gelation process, and the soluble oligomers
and polymers can slowly continue chain growth. The real con-
version will extend beyond that calculated for the gel point and
will increase with time and temperature. Therefore, a general
formula allowing for the calculation of the maximum conver-
sion cannot be given:

oy =1/n—1 3
(With n =number of functional groups in bn)

acr:mgzpbl/r (14)
(with r=a/b; p, and,, = conversion of a”or b” groups)

The second scenario concerns kin-c polycondensations per-
formed below the critical initial monomer concentration, with
the consequence that all reaction products stay in solution
regardless of the conversion. For this scenario the definition
of Equation (6a,b) is still useful, and in principle, quantitative
conversions can be reached. In this case p = 1 means that all
reaction products are perfect multicyclic oligomers and poly-
mers. Scheme 7 presents a two-dimensional schematic illus-
tration of a multicyclic polymer resulting from an “a, + b;”
polycondensation (the three-dimensional architecture resem-
bles that of a sponge). Experiments coming close to this ideal
case were published by the first author.?42%]

3.3. Combinations of ChainGPs and StepGPs
3.3.1. Condensative Chain Polymerization

Two categories of polymerizations were detected which simul-
taneously involve elements of ChainGP and StepGP reactions.
One group called “condensative chain (CC) polymerization”
according to IUPAC rules is known for a long time and should
be discussed first. Like almost all ChainGPs all growing steps
of a CC polymerization start from an initiator, which generated
a dead chain end and an active end group. Thus, all growing
steps result from reactions of monomers with the reactive end
group. However, in contrast to normal ChainGPs, all growing
steps of a CC polymerization are condensation reactions.
Scheme 8 illustrates a CC-polymerization for cyclic monomers
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Scheme 7. Two-dimensional scheme of a segment of a multicyclic
polymer.

(0-amino acid N-carboxyanhydrides)?®?] and Scheme 9 the
CC-polymerization of a non-cyclic monomer (recently studied
in much detail by Yokozawa et al.).?8] If a CC-polymerization
exclusively proceeds by reaction of monomers with the initi-
ated chain, the kinetic course, the definition of conversion and
its correlation with the DP fully agree with those of a normal
ChainGP ( Equation (4)). However, CC-polymerizations of non-
cyclic monomers have the tendency that monomers react with
each other when the temperature is raised or when extremely
high monomer/initiator ratios are used. In those situations, the
Step GP begins to compete with CC-polymerization and difunc-
tional chains having one “a” and one “b” end group are formed,
which can react in three ways.

First, they can react with initiated chains and the poly-
merization continues like a normal CC-polymerization. Second,
they can react with each other like a normal StepGP and third,
they can cyclize. The detection of cyclic oligomers is, thus, a
clear indication, that the entire polymerization process was not
a clean CC-polymerization. For a proper description of such a
complex polymerization two different definitions of conversion

N!*_C\g'OR . R HN-CHR~CO-NH-R’
CO\O/ . 2 (I:O
OH

- CO,

N!—I—C\HR
CO\O,CO + H;N-CHR-CO-NH—R’

Y
H%NH—CHR—CO][NH—CHR—CO—NH—R'
X

Scheme 8. Ring-opening polymerization of o-amino acid NCAs by initia-
tion of primary amines; the first example of a CC-polymerization, pub-
lished by H. Leuchs in 1907.1°]
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OZN@'CO—OPh + X HN@-CO—OPh

CgH47

Cat

Et;;SiITI—Ph/CsF/ Crown 6 - x HOPh

CgHi7

Scheme 9. CC-polymerization of a non-cyclic monomer.

l}lH‘@*CO OPh

CgH47 X

are, in principle, necessary (Equations (4 and 6a,b)), but for
preparative purposes it suffices to consider the consumption of
monomers. Quantitative conversion may mean that the entire
reaction product consists of initiator-terminated linear chains
or that it consists of linear chains and cycles.

3.3.2. Ring-Opening Polymerization with Polycondensation
(ROPPOC)

The second group of polymer syntheses combining ChainGPs
and StepGPs will be called ROPPOC syntheses, meaning ring-
opening polymerization combined with simultaneous poly-
condensation (for precise definition and reviews(%). ROPPOC
syntheses are particularly useful for the preparation of cyclic
polymers, and numerous ROPPOC syntheses have been pub-
lished over the past 15 years. Characteristic for the ROPPOC
approach is that the initiator of the ROP generates a reactive
and not a dead chain end. In this way difunctional chains are
formed that do what all difunctional chains do in a normal
StepGP, they continue chain growth by intermolecular conden-
sation or they cyclize via intramolecular condensation.

Based on the covalent or ionic nature of the end groups,
ROPPOCs may be subdivided into three categories. First,
both chain ends are ions and the entire polymerization pro-
cess is a zwitterionic polymerization as illustrated exemplarily
in Scheme 1033 Second, one chain end is covalent (e.g., an
activated CO-group) and the other chain end is ionic (e.g. an
anion). Third, both reactive end groups have a covalent char-
acter, as illustrated by the polymerization of lactides catalyzed
by dibutyltin bisphenoxides (Scheme 11.34 It should be empha-
sized that that identification of ROPPOC process via detection
of cyclics requires absence of cyclization via “back-biting.” For
example, in the case of polypeptides, polyamides, or aromatic
polyethers the polymer backbone is too stable to undergo “back-
biting” reactions. However, syntheses of polyesters may, in prin-
ciple, involve “back-biting” even at room temperature. Yet, in
the case of lactides the dimeric character has the consequence
that a clean ROPPOC process yields even-numbered cycles and
even-numbered linear chains, when cyclization is incomplete.
The appearance of odd-numbered species indicates that trans-
esterification reactions also occurred. These transesterification
reactions are not in contradiction to the existence of a ROPPOC
process, but they make its identification more difficult.
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Scheme 10. Pyridine-catalyzed zwitterionic polymerization of sarcosine
NCA.

Since the ROPPOC process consist of two different poly-
merization reactions two different definitions of conversion

CH3
o~
Oo=C /C:O
>70~ /OCer
H,;C pE Buzs\n
OCgF5

www.mcp-journal.de

are needed for a proper description. For the ROP alone, defi-
nition (4) is adequate, like for any other ChainGP. Yet, for
the condensation reactions Equation (6a,b), which are typical
for any normal polycondensation, are not useful. In a normal
polycondensation, the number of functional groups presents
at the beginning (Np) represents the maximum concentration
of functional groups which decreases steadily with the conver-
sion. However, in the ROPPOC case Ny, is zero. The number of
functional groups passes then through a maximum and ends
up with zero at 100% conversion. For such a process a modifi-
cation of Equation (6), namely Equation (15) is required.
P=(Nj=Np)/Nps (15)

With Ny > 0: number of functional groups formed after par-
tial reaction of catalyst with monomers at any arbitrary time t;,
Np: number of functional groups at any time after ¢;.

Two different scenarios were observed with regard to the
extent of ROP and polycondensation/cyclization and to the
definition of conversion. First, when all polymer chains stay in
solution or in the melt, quantitative polymerization and cycli-
zation are, in principle, possible. ROPPOC syntheses of cyclic
polylactides by means of dibutyltin bis(pentafluorophenoxide)
outlined in Scheme 11 may serve as an example for this sce-
nario.¥ Second, it was observed in polymerizations of a-amino
acid NCAs that quantitative polymerization of the monomers
was not followed by quantitative cyclization of oligomers and
polymers. The oligopeptides of almost all natural amino acids
can adopt the B-sheet structure which, due to intermolecular
H-bonds, causes insolubility in all inert solvents useful for
a clean polymerization of the NCAs.? When precipitation
of the growing chains more is rapid than cyclization, linear

CHj; CHj3

| |
———>  Bu,Sn-0-CH-CO-0-CH-CO-CgFs5

I
OCg4Fs

+ x lactide

GHs GHs GHs
Bu,Sn-0-CH-CO70-CH-COT0-CH-CO-CgF5
| ARV T
OCqFs ~“"-eeo .. X
- BU2SH(OC6F5)2
G
O-CH-CO
x+1

Scheme 11. Ring-opening polymerization with simultaneous polycondensation (ROPPOC) of lactide by means of dibutyltin bis (pentafluorophenoxide).
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Scheme 12. Ring-opening polymerization with simultaneous poly-
condensation of amino acid N-carboxyanhydrides by means of imidazole.

chains having two active end groups will be fixed in the -sheet
crystals and cyclization is prevented as long as these crystals
exist. In the case of soluble o-helix forming polypeptides (e.g.,
poly(benzyl- L-glutamate)) chain growth to DPs above 10 may
result in the formation of o-helices prior to cyclization.B! The
chain growth may continue at the end of the helices, but the
helices are too stiff for cyclization. The CC-polymerization of y-
GluNCA initiated by imidazole (Scheme 12, In summary it may
be said, that regardless, if the conversion of polycondensation/
cyclization part of the ROPPOC process is complete or not, a
simple correlation between conversion and DP does not exist.

4. Equilibration Reactions

4.1. Ring—Ring Equilibration

In principle, three kinds of equilibration reactions exist: ring—
ring, ring—chain and chain—chain equilibration. Jacobson and
Stockmayer>®l were the first who theoretically and experi-
mentally explored such equilibration reactions with focus on
ring—chain equilibria. As already mentioned by those authors,
ring—chain equilibration automatically involves ring-ring and
chain—chain equilibration. However, later polymerization pro-
cesses were found involving chain—chain equilibration without
formation of cycles or ring-ring equilibration without participa-
tion of linear chains.

Ring-ring equilibration may proceed by addition of a cyclic
catalyst to a certain amount of a monodisperse ring (e.g., a
cyclic monomer), or it may occur (in rare cases) spontaneously.
For example, it has been demonstrated by NMR spectroscopy
that tin alkoxides rapidly exchange alkoxide groups via donor—
acceptor interactions (Scheme 13.3% Therefore, cyclic tin alkox-
ides may undergo equilibration without needing an external
catalyst. Other cyclic metal alkoxides having energetically
favorable free d-orbitals may behave analogously. Regardless,
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Scheme 13. Ligand exchange in dibutyltin bis-alkoxides via donor-
acceptor interactions.

if an external catalyst is added or not, the monodisperse cycle
used as starting material will not disappear, and a quantita-
tive conversion in the sense of a total consumption of the
monomer cannot be achieved. Furthermore, functional groups
which change their structures, are not involved. Hence, neither
Equation (4) nor Equation (6a,b) are adequate definitions of
conversion.

From the view point of a cyclic monomer two scenarios may
be envisaged. First, the equilibration starts out from the neat
monomer or second, it starts out from a cyclic polymer and no
monomer is present in the beginning. From the viewpoint of
a cyclic monomer two scenarios may be envisaged. First, the
equilibration starts out from the neat monomer and its con-
centration will decrease until the equilibrium concentration is
reached. Second, the equilibration starts out from a large cycle
or mixture of cyclic polymers and no cyclic monomer is pre-
sent in the beginning, so that increasing conversion parallels
its increasing concentration. In both cases the approach to the
equilibrium concentration of the monomer may be consid-
ered as 100% conversion and the conversion may be defined
by Equation (16). When the initial monomer concentration is
neither 0 nor the maximum value of the neat monomer, but
an intermediate concentration in between those extremes (Cy),
Equation (17) may be applied. Concerning the DP of the reac-
tion mixture three scenarios are possible. First, the average
DP of the reaction mixture will increase, when the equilibra-
tion starts out from the neat monomer up to the equilibrium
DP. Second, the same is true when the equilibration starts out
from a mixture of cyclic oligomers or polymers, the average
DP of which is lower than that of the equilibrated mixture.
Third, when cyclic polymers with DPs higher than the equilib-
rium serve as starting materials, the average DP will, of course
decrease with the ongoing equilibration:

p=(Co=C,)/(Co = Co) (10)

(with Coq = monomer concentration at equilibrium, and C, =
monomer concentration at a given conversion)

p=(C—Cu)/(Ceq —Cn) (17)

with C,; and C,, = monomer concentration at time 1 or time 2.

4.2. Chain—Chain Equilibration

The above discussion of ring-ring equilibration has demon-
strated that equilibration reactions need another definition
of the conversion than polymer syntheses. Equilibration of
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CH, CH, CH, CH,
+AC2O
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X - AcOH X

Scheme 14. Acetylation of OH-end groups.

linear chains frequently occurs in syntheses of polyesters,
polycarbonates, and polyamides when these syntheses are
performed at high temperatures (>200 °C) in the melt. These
chain—chain equilibrations are accompanied by ring—chain
and ring-ring equilibrations as discussed by Jacobson and
Stockmayer. These equilibrations and their influence on the
DP are directly related to the conversion and are not a sepa-
rate phenomenon. However, in ROPs of lactones and lactides
at temperatures below 160 °C chain—chain equilibration has
been detected which proceed in the absence of back-biting
and ring—chain equilibration. The role of intermolecular
transesterification has theoretically and experimentally been
studied in much detail.’®¥] Such transesterifications (or
transamidations in the case of polyamides) do not change the
average DP but may broaden the molecular weight distribu-
tion. The conversion of chains having an identical length (x in
Equation (12)) may be defined by Equations (15 and 16) quite
analogous to ring-ring equilibrations.

A special chain-chain equilibration was found for alcohol-
initiated ROPs of L-lactide catalyzed by tin(II) 2-ethylhexanoate
at temperatures below 130 °C, a catalyst system used for the
technical production of polylactides.3¥#2 This transesterifica-
tion produces odd-numbered chains from the initially formed
even-numbered ones by a selective exchange of only one lactic
acid unit, so that no broadening of the molecular weight dis-
tribution curve takes place. Therefore this transesterification
may be labeled single unit exchange mechanism (SEU). A plau-
sible reaction mechanism has been published but not definitely
proven yet.3] When a single type of odd-numbered chains
(with identical chain length x) and its increasing concentration
up to the equilibrium is considered, the conversion may also be
defined according to Equation (15).

5. Chemical Modification of Polymers

A large number of chemical reactions have been published
dealing with the chemical modification of polymers. The trans-
formation of cellulose into its triacetate or nitrates are the oldest
examples which played an important role in the history of pol-
ymer science.**#] These modification reactions may be sub-
divided into two categories, namely alterations of end groups
(Scheme 14) and alterations of functional groups attached to
repeat units in the polymer backbone (e.g., Scheme 15). Regard-
less which group of modifications is considered the conver-
sion may be defined by the consumption of functional groups

+ X ACzo

RLiCH —CH+R2
- x AcOH 2 X

OAc

Scheme 15. “Polymeranalogous” acetylation of poly(vinyl alcohol).

Rd[c:Hz-cI:H]LR2
OH X
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according to Equation (6a,b) quite analogous to the conversion
of StepGPs. Clean modifications do not alter the molecular
weight distribution, but they change the molar mass and this
change is proportional to the conversion. Finally it should be
noted that clean chemical modifications of functional groups
in the repeat unit of various polymers (incl. biopolymers such
as cellulose) played an important role in the history of polymer
science. They allowed H. Staudinger to prove the existence of
long polymer chains exclusively built up by covalent bonds,
whereas polymers before 1930 were believed by almost all sci-
entists to be associates of oligomers.*/

6. Summary

This article discusses how the characteristic differences
between the chemistry of small molecules and syntheses of
polymers are reflected in understanding and definitions of the
term “conversion.” In addition to what is known for a long
time about chain GPs, various step-growth polymerizations
and various equilibration and modification reactions were
examined with respect to definition of conversion needed for a
correct description of these reactions. Two aspects were in the
focus. First, in contrast to the chemistry of small molecules,
at least four different definitions of conversion are required to
describe all kinds of reactions that may occur in polymer sci-
ence: Equation (4) for chainGPs, Equation (6a,b) for stepGPs,
Equation (15) for ROPPOCs, and Equation (16 and 17) for ring-
ring equilibration. Second, it is shown for different classes of
polymerization and modification reactions, how the extent of
conversion may influence structure (e.g., end groups, chain
length, branching), and/or topology (e.g., linear versus cyclic)
of the resulting polymers.

Acknowledgements
Open access funding enabled and organized by Projekt DEAL.

Conflict of Interest

The authors declare no conflict of interest.

Keywords

anionic  polymerization,  conversion,  cyclization,  equilibration,
polycondensation, radical polymerization, ring-expansion polymerization

Received: January 7, 2021
Revised: February 9, 2021
Published online:

© 2021 The Authors. Macromolecular Chemistry and Physics published by Wiley-VCH GmbH



ADVANCED
SCIENCE NEWS

4 Chemistry and Physics

www.advancedsciencenews.com

[1] W. H. Carothers, Chem. Rev. 1931, 8, 353.
[2] P.). Flory, Chem. Rev. 1946, 39, 137.
[3] P. ). Flory, Principles of Polymer Chemistry, Cornell University Press,
NY, USA 1953.
[4] M. Szwarc, in Polymerization of Heterocycles (Ring Opening), Elsevier,
Oxford 1977, p. 247.
[5] H. Jacobson, W. H. Stockmayer, J. Chem. Phys. 1950, 18, 1600.
[6] H. Jacobson, C. O. Beckmann, W. H. Stockmayer, J. Chem. Phys.
1950, 18, 1607.
[7]1 M. Gordon, W. B. Temple, Makromol. Chem. 1972, 160, 263.
[8] M. Gordon, W. B. Temple, Makromol. Chem. 1972, 152, 277.
[9] R. F. T. Stepto, D. R. Waywell, Makromol. Chem. 1972, 152, 263.
[10] J. L. Stanford, R. F. T. Stepto, D. R. Waywell, J. Chem. Soc., Faraday
Trans. 11975, 71, 1308.
1] H. R. Kricheldorf, Polycondensations — History and New Results,
Springer, Berlin 2014, Ch. 7.
[12] H. R. Kricheldorf, S. Bshme, G. Schwarz, C. L. Schultz, Macromol.
Rapid Commun 2002, 23, 803.
[13] H. R. Kricheldorf, S. Béhme, G. Schwarz, C. L. Schultz, Macromol.
Chem. Phys. 2003, 204, 1539.
[14] H. R. Kricheldorf, L. Vakhtangishvili, G. Schwarz, G. Schulz,
R. P. Kruger, Polymer 2003, 44, 4471.
[15] H. R. Kricheldorf, N. Lomadze, D. Fritsch, G. Schwarz, J. Polym.
Sci., Part A: Polym. Chem. 2006, 44, 5344.
[16] H. R. Kricheldorf, Macromol. Rapid Commun. 2008, 29, 1695.
[17] H. R. Kricheldorf, Macromol. Rapid Commun. 2007, 28, 1839.
18] H. R. Kricheldorf, S. M. Weidner, F. Scheliga, Polym. Chem. UK
2020, 71, 2595.
[19] H. R. Kricheldorf, S. M. Weidner, Polym. Chem. UK 2020, 17,
5249.
[20] A. Hay, F. Williams, H. Relles, B. Boulette, P. Donahue, D. Johnson,
J. Polym. Sci., Polym. Lett. Ed. 1983, 21, 449.
[21] K. Miyatake, A. R. Hlil, A. S. Hay, Macromolecules 2001, 34,
4288.
[22] H. limori, Y. Shibasaki, S. Ando, M. Ueda, Macromolecular Sym-
posia, Wiley Online Library, Weinheim 2003, p. 199/23.

Macromol. Chem. Phys. 2021, 2100010 2100010 (11 0fT|)

www.mcp-journal.de

[23] H. R. Kricheldorf, Polycondensations — History and New Results,
Springer, Berlin 2014, Ch. no. 8.

[24] H. R. Kricheldorf, Acc. Chem. Res. 2009, 42, 981.

[25] H. R. Kricheldorf, Polycondensations — History and New Results,
Springer, Berlin 2014, Ch. no. 11.

[26] H. Kricheldorf, o-Aminoacid-N-Carboxy-Anhydrides and Related Het-
erocycles, Springer, Berlin 1987, p. 1.

[27] H. R. Kricheldorf, Angew. Chem., Int. Ed. 2006, 45, 5752.

[28] T. Yokozawa, A. Yokoyama, Chem. Rev. 2009, 109, 5595.

[29] H. Leuchs, W. Manasse, Ber. Disch. Chem. Ges. 1907, 40, 3235.

[30] H. R. Kricheldorf, Macromol. Rapid Commun. 2009, 30, 1371.

[31] H. R. Kricheldorf, S. M. Weidner, Macromol. Rapid Commun. 2020,
2000152.

[32] W. Jeong, E. ]. Shin, D. A. Culkin, ). L. Hedrick, R. M. Waymouth,
J- Am. Chem. Soc. 2009, 131, 4884.

[33] X.Y.Zhang, R. M. Waymouth, ACS Macro Lett. 2014, 3, 1024.

[34] H. R. Kricheldorf, S. M. Weidner, F. Scheliga, J. Polym. Sci., Part A:
Polym. Chem. 2019, 57, 952.

[35] A. G. Davies, Organotin Chemistry, John Wiley & Sons, Hoboken,
New Jersey 2006.

[36] S. Penczek, A. Duda, R. Szymanski, Macromolecular Symposia, Wiley
Online Library, Weinheim 1998, p. 132/441.

[37] R. Szymanski, ). Baran, Polimery (Warsaw) 2003, 48, 758.

[38] G. Ethiconlnc Offen., 2162900, Chemical Abstracts 1973, 76,
73051w.

[39] G. Kharas, F. Sanchez-Riera, D. Severson, Polymers of Lactic Acid
in: Mobley DP (ed) Plastics from Microbes, Hanser Gardner Publica-
tions, Inc., OH, USA 1994.

[40] E. E. Schmitt, R. A. Polistina, US 32397033/3463158, 1967.

[41] G. Schwach, ). Coudane, R. Engel, M. Vert, J. Polym. Sci., Part A:
Polym. Chem. 1997, 35, 3431.

[42] L. T. Sin, Polylactic Acid: PLA Biopolymer Technology and Applications,
William Andrew, Norwich, NY 2012.

[43] S. Sosnowski, P. Lewinski, Polym. Chem. UK 2015, 6, 6292.

[44] H. Staudinger, Arbeitserinnerungen, Alfred Huthig,Heidelberg, 1961,
p. 335.

© 2021 The Authors. Macromolecular Chemistry and Physics published by Wiley-VCH GmbH



