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Abstract
Creep-resistant steels such as the 13CrMoV9-10, used in the construction of thick-walled pressure vessels, are most com-
monly submerged arc welded (SAW). These steels can develop stress relief cracks (SRC) if the mandatory post weld heat 
treatment (PWHT) is performed improperly. Current PWHT parameters, such as heating rate and holding time at a spe-
cific holding temperature, are based on both empirical experience and conventional free shrinking welding experiments to 
characterize the SRC-susceptibility of the weld. These cannot adequately depict the higher residual stresses caused by the 
structurally induced stiffness of the surrounding construction.
This study discusses the development of a repeatable, precise, and time-efficient methodology to study the effects of different 
stress levels and heating rates on the SRC susceptibility of the coarse grain heat-affected zone (CGHAZ). For that purpose, 
samples were thermically treated to simulate a coarse grain heat-affected zone (CGHAZ) and subsequently exposed to 
representative levels of stress during the heating phase of a PWHT. The recorded stress and heating rate–dependent strains 
were mathematically analyzed via curve tracing/calculus to identify interdependent effects. This procedure facilitates the 
measurement of material characteristics such as carbide growth on grain boundaries at the µm-scale via an integrated value 
over the entire sample volume. The first and second derivatives show a slight, precipitate-dependent, increase in hardness 
of the sample, depending on the heating rate and applied stress. This new methodology generates an improved assessment 
of the SRC susceptibility of SAW microstructures of creep-resistant CrMoV steels.
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1  Introduction

Modern creep-resistant and typically submerged arc-welded 
(SAW) steels such as the 13CrMoV9-10 show a compara-
tively high stress relief crack (SRC) susceptibility during 
construction. This stems from a complex combination and 
interaction of component specific, thermal, and metallurgic 
factors (Fig. 1) many of which have to date not been con-
clusively researched, such as the impact of the post weld 
heat treatments (PWHT) heating rate, in combination with 

the influence of additional, global residual stresses and their 
constraint on the thermal shrinkage. These additional resid-
ual stresses stem from the component-specific, structurally 
induced stiffness and the high wall thicknesses required for 
industrial use in the petrochemical industry in deep desul-
furization plants or hydrocracking units [1]. Together with 
metallurgic effects, especially due to the high heat input dur-
ing the SAW process and the mandatory PWHT, such as 
hardening or carbide growth on the grain boundary, these 
factors combine to a very complex and interwoven field of 
variables (Fig. 1). Together, these lead to the high SRC sus-
ceptibility of the coarse grain heat-affected zone (CGHAZ) 
of the last weld bead during PWHT, which has been shown 
to be the critical area for the development of SRC [2–4].

Material thicknesses of up to 500 mm in modern appli-
cations and the structurally induced stiffness of the sur-
rounding construction significantly impact the constraint 
on the thermal shrinkage of the weld. These constraints, 
together with the weld geometry and multiple passes 
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during the welding process, lead to a non-trivial, multiaxial 
global residual stress distribution including high levels of 
bending [2, 5].

SRCs develop during the PWHT due to the formation 
and growth of incoherent carbides on prior austenite grain 
boundaries, resulting in a significant hardness increase and 
toughness decrease [6, 7]. Microstructural changes due to 
different heating rates, or levels of stress present in the weld, 
as well as the identification of these highly localized precipi-
tations on the μm-scale and their potential impact have not 
been observed via the use of scanning electron microscope 
(SEM) or transmission electron microscopy (TEM). Fur-
thermore, traditional free-shrinking welding experiments or 
even self-constraining geometries with subsequent PWHT 
cycles can only be approximations of real stress conditions 
with limitations regarding accurate identification of the total 
stress present. Other studies, such as hot tensile tests com-
monly disregard the effect of the heating rate during PWHT.

The aim of this study was to develop an experimental 
methodology explicitly designed to include the additional 
(global) stresses and the heating rate and to allow for the 
analysis of the GCHAZ’s properties and behavior during a 
PWHT on a macroscopic scale.

2 � Materials and methods

The object of this study was the simulated CGHAZ of the 
13CrMoV9-10 base material (BM), as the CGHAZ is the 
critical region for the occurrence of SRC [3, 4]. Adapted 
tensile test samples, in analogy to DIN EN ISO 6892–1, 
were extracted from 180-mm-thick BM. Table 1 shows the 
specific chemical composition, obtained via optical emis-
sion spectrometry (OES) for samples near the middle of the 
original thick sheet metal and within 60 mm of the top. The 
chemical differences were minute, hence for practicability; 
all samples were taken from the middle.

2.1 � Sample geometry and CGHAZ simulation

The development of the sample geometry was driven by (a) 
the machinery used to conduct the experiments (TA Instru-
ments Dilatometer DIL 805A/D) and its maximum allow-
able force (10 kN) and its screw fitting and (b) the length of 
the CGHAZ within the samples, governed by the induction 
field of the dilatometer. Uniformity of the CGAHZ in the 
gauge section was visually confirmed via etching and optical 
microscopy. An additional adaption of the classical tensile 

Fig. 1   SRC influencing factors 
of SAW welded joints, based 
on [5]

Table 1   Chemical composition of base material (mass-%, rest Fe)

Method: Fe-30-N Chemical composition [mass-%]

C Si Mn P + S B Ca Cr Cu Mo N Nb Ni V

Base metal (middle) 0.12 0.1 0.51  < 0.016 0.0008 0.003 2.18 0.12 0.96  < 0.040 0.031 0.15 0.32
Base metal (upper third) 0.12 0.1 0.5  < 0.016 0.001 0.003 2.18 0.12 0.92  < 0.040 0.028 0.15 0.3
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test sample geometry in the form of a taper in the center 
of the sample was necessary to ensure the homogeneous 
distribution of the CGHAZ throughout the gauge section. 
This ensures the highest stress is in the critical area. The 
specific geometry which showed the best results, and was 
subsequently used, was samples with a length of 40 mm, a 
M5 × 5 fitting on both sides, and a 3.3-mm diameter outside 
the gauge section and a 2.5-mm diameter within.

The here discussed simulation was performed utilizing 
a TA Instruments Dilatometer DIL 805A/D in a nitrogen 
atmosphere. To simulate the CGHAZ, the samples were 
heated linearly with 50 K/s until the maximum temperature 
of 1350 °C was reached. During the subsequent cooling, an 
exponential cooling curve based on a t8∕5-time of 60 s was 
used. The cooling curve was modeled after data obtained 
via type K thermocouples from several free-shrinking SAW 
experiments of 25-mm-thick sheet metals with a heat input 
of 35 kJ/cm. This ensures a realistic CGHAZ. To ensure 
comparability with the cooling characteristics of the experi-
mentally acquired temperature measurements and t8∕5-time, 
a thrice segmented cooling routine was utilized to match 
the real cooling curve as closely as practicably possible. A 
single heating and cooling cycle were performed to simulate 
the last weld beads CGHAZ.

2.2 � Post weld heat treatment and stress level 
application

The same dilatometer setup was used during the application 
of the PWHT scenarios including the uniaxial stress applica-
tion via a defined tension force. To evaluate the impact of the 
PWHT heating rate on the SRC susceptibility, three different 
heating rates (Φ in K/h) were chosen and applied from room 
temperature (RT) to 500 °C. A heating rate of Φ1 = 33.3K∕h 
was defined as the lowest heating rate, Φ2 = 100K∕h as the 
medium rate, and Φ3 = 300K∕h as the high heating rate. A 
critical temperature window of 300–500 °C for the devel-
opment of SRC had been identified in previous studies ([2, 
8]); hence, the PWHT was stopped at 500 °C to identify the 
microstructural differences at that temperature.

Because of wall thicknesses of 500 + mm of the relevant 
real-world applications, and due to the rigidity of the sur-
rounding structures, the weld seam is subject to very high 
multiaxial and design-dependent mechanical loads, so-called 
global stresses [9]. These global stresses were simplified to a 
very high uniaxial stress, which was then selectively applied 
during the experiments via a specific tension force setting. 
Used as the lower bound was 865 MPa for the utilized stress, 
900 MPa for the medium level, and 1010 MPa for the high 
applied stress. Combinations of high and low stress levels 
with high and low heating rates respectively, as well as inter-
mediate points between either extreme, were performed to 
examine their interactions (Table 2).

After the CGHAZ simulation and a controlled cooling to 
220 °C, the samples were allowed to cool freely to RT. As 
the samples reached the starting temperature of 25 °C, the 
required force was linearly applied until it reached the neces-
sary force after 20 s. At which point the PWHT simulation, 
with specific heating rates, was initiated. During the heating 
of the sample, the force was held constant during the thermal 
expansion to allow for unhindered thermal expansion. The 
following test data was subsequently analyzed: temperature 
“T” in °C, the applied force “F” in N, the time “t” in s, and 
the length change of the sample “s” in mm.

2.3 � Mathematical analysis

The motivation for the mathematical analysis of the length 
change over the temperature gradients is the need for an inte-
grated value over the entire testing area of the sample corre-
lated to the potentially critical temperature window. Minute 
local changes on the µm-scale are accumulated and combined 
into a detectible and easily repeatable and comparable value.

The recorded length needed to be correlated to the specific 
temperature at that time. Due to the TA Instruments Dilato-
meter DIL 805A/D also utilizing the recorded temperature 
as well as the force and length measurements for the internal 
process control, this could not be done directly. Instead, a 
monotonically non-decreasing time-dependent temperature 
gradient with equidistant basis points was applied based on 
the measured temperature data. This approach allows for 
a smoother and more reliable first derivative of the length 
change per degree Kelvin and decreases the necessary 
smoothing functions and filters. Thus, the notation in for-
mula (1) and (2) is used, where the first derivative vs can be 
thought of as the velocity of the length change per °K, and 
the second derivative as as the acceleration:

2.4 � Correlation to established methodologies

To establish the viability of this new methodology, the 
results were correlated with established criterions for the 

(1)
vs = f �(T) =

Δs

ΔT
First derivative (��velocity��), unit ∶

mm

K

(2)
as = f ��(T) =

Δ2s

ΔT2 Second derivative (��acceleration��) unit ∶
mm

K2

Table 2   Design of experiments

Stress heat input 33.3 K/h 100 K/h 300 K/h

865 MPa X X
900 MPa X
1010 MPa X X X
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SRC susceptibility. Specifically, the hardness ([4, 10]) and 
visual differences in microstructure due to the variation 
of the mechanical load and heating rate were analyzed for 
this paper via Vickers hardness tests, optical analyses, and 
scanning electron microscopy (SEM).

The weld metal samples used for the hardness compari-
sons via Vickers hardness tests were extracted from a 40-mm-
thick submerged arc weld, welded with one filler wire, 550 A 
and 30 V with positive polarization, a weld speed of 30 cm/
min (33 kJ/cm) for the filler beads (9 layers, 2 beads each), 
and 50 cm/min (19.8 kJ/cm) for the root and top pass. The 
pre-heating temperature for the weld sample was 200 °C and 
the interpass temperature was 240 °C with a total weld length 
of 765 mm. The weld seam was prepared with a 0° angle and 
a welding gap of 20 mm. As filler material, a 4-mm Union S 
1 CrMo 2 V wire and the agglomerated, fluoride basic type 
flux UV 430 TTR-W by voestalpine Böhler Welding GmbH 
was used. After welding, a dehydrogenation heat treatment 
(DHT) was performed at 350 °C for 4 h. The samples were 
extracted both lengthwise (along the weld seam) and cross-
wise (perpendicular to the weld seam) from pure weld metal.

The Vickers hardness tests were done via line scans 
(5 mm distance) in HV0.5 on a DuraScan 70G5 (EMCO-
Test Prüfmaschinen GmbH) after a visual inspection via light 
microscopy on a Polyvar Met microscope (PROFCONTROL 
GmbH) equipped with a Gryphax Altair camera (ENOPTIK 
AG) and analysis with the software IMAC IMS (IMAGIC 
Publigraphische Systeme). Scanning electron microscopy 
was performed using a Phenom XL (Fisher Scientific GmbH).

3 � Results

3.1 � Results of the mathematical analysis

The application of the methodology can be seen in Fig. 2, 
where part (a) shows the length change over the temperature 

and (b) the first derivative vs thereof. Figure 3 shows the 
second derivative as sorted by different heating rates and 
identical mechanical load and vice versa respectively, with 
the addition of the corresponding minima.

As shown in Fig. 2, the rate of deformation of the samples 
changes over the depicted temperature window. Figure 2a 
depicts a quasi-linear strain over the entire temperature 
window. As expected, higher applied stresses result in an 
overall slightly greater strain (linear elastic region). The 
almost linear appearance of the curve, with a slight trend 
upwards, is expected as the coefficient of thermal expan-
sion α is only slightly positively temperature dependent 
(α150 = 12.5 × 10−6  K−1 and α500 = 14.1 × 10−6  K−1). The 
slight decrease in Young’s modulus E for higher tem-
peratures should also cause a slightly positive slope (e.g., 
E20°C = 212 GPa, E400°C = 184 for 10CrMo9-10) [11]. The 
fast decline of the graph of the first derivative vs(shown in 
Fig. 2b) and the increases in the graphs of Fig. 3a and b in 
the beginning until 100 °C are due to inaccurate measure-
ments during the initiation phase. The steep incline of these 
graphs, above 400 °C, correlates directly with the applied 
stress and shows the beginning of necking. Much more 
interesting is the 100–350 °C zone in which the graph in 
Fig. 2b increases slightly until it reaches a local maximum. 
The specific temperature of the maximum is qualitatively 
between 250 and 350 °C, dependent on both the applied 
stress and the heating rate Φ. This means that the speed with 
which the testing area elongates rises. After that local maxi-
mum, the speed falls rapidly to a local minimum between 
350 and 450 °C. This local minimum area was identified as 
“The Area of Interest.” With respect to the here discussed 
experiment, a reduced velocity implies a higher deforma-
tion resistance, which in turn can lead to either increased 
localized stresses due to differences in thermal expansion 
of the different regions, or imply corresponding changes in 
hardness and toughness, or a combination thereof. These are 
important factors for the evaluation of the SRC susceptibility 

Fig. 2   PWHT simulations 
for different heating rates and 
applied stresses on CGHAZ 
samples: a s-diagram over the 
temperature, b �s diagram (first 
derivative)
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of 13CrMoV9-10. The CGHAZ exhibits a clear increase in 
hardness with the corresponding increase in tensile strength 
and decrease in deformation capacity.

To analyze the impact of the different heating rates Φ 
and applied stress level, the second derivatives in Fig. 3, 
Fig. 2a and b were used. The clear impact of the heating 
rate Φ can be seen in (a), where a higher heating rate cor-
relates with the local minimum moved to higher tempera-
tures. A significant difference of 40 °C between these two 
minima was observed. In practical terms, this means that 
the “maximum” resistance against deformation changes 
with higher heating rates Φ to higher temperatures. The 
effect of higher stresses was smaller than the effect of Φ. 
In Fig. 3b, the minima for different stress levels are closer 
together with 315 °C to 320 °C for Φ = 33.3 K/h. Diver-
gences in the local deformation capacity of the samples are 
clearly shown in Fig. 3, with a significant impact of Φ and 
to a lesser extent, for the stress levels as well.

To further validate the experimental methodology, iden-
tical comparative experiments were done for weld metal 
(WM) samples obtained from real welding experiments. 

It must be stated that experimental results for the WM 
(selection shown in Fig. 4) exhibit a much larger spread 
for the elongation measurements compared to the simu-
lated CGHAZ samples, which is due to the heterogeneous 
nature of a multi-pass weld and its derived samples. An 
overview of selected results for the WM is shown in Fig. 4 
for 600 MPa and 900 MPa respectively. For both the WM 
and the base material, the here discussed characteristics 
and anomalies could not be shown (comprehensively in 
[12]). For the WM for example, the effect of a typical 
SAW multiple-pass weld promotes a reduction in hard-
ness ([13, 14]), but the characteristic minimum in vs and 
as of the CGHAZ between 300 and 350 °C, or at any other 
sensible temperature, could not be observed. This shows 
a very clear microstructural causation within the CGHAZ.

3.2 � Microstructure correlation

The following scanning electron microscopy (SEM) visualiza-
tion (Fig. 5) shows the side of a sample in the necking area. To 
ensure the crack initialization but not complete fracture break, 

Fig. 3   as-diagram (second 
derivative) of PWHT simula-
tions on CGHAZ samples: 
a effect of heating rate Φ at 
1010 MPa, b effect of stress at 
Φ = 33 K/h

Fig. 4   PWHT simulations on 
weld metal samples: a �s-Dia-
gram weld metal, 600 MPa, b �s
-Diagram weld metal, 900 MPa
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a stop parameter was programmed for individual experiments 
for specific heating rates and stress combinations. The trigger 
would stop the application of force when a defined (sudden) 
increase in the sample’s elongation was detected.

The exemplary selected almost ruptured specimens in 
Fig. 5 visualize a Φ-dependent dissimilarity in the obtained 
fracture topography. For Φ = 33.3 K/h, significant intergran-
ular fracture was detected (part b)) as opposed to a larger 
ductile portion for Φ = 100 K/h in part d of Fig. 5. The 
observed intergranular fracture indicates a higher SRC sus-
ceptibility for smaller heating rates, which was the working 
hypothesis. But this still tentative result must be evaluated 
critically because the observed intergranular topography is 
very localized. This method alone cannot be used as sci-
entifically sound evidence of the impact of Φ. Especially 
the simulation of the impact of multiple-pass welds on the 
CGHAZ needs further study. But this alternative testing 
method provides clear benefits over other methods to evalu-
ate SRC susceptibility, like hot tension tests with invariable 
temperatures. Additionally, proving the postulated cause 
of SRC, the effect of a dissimilar precipitation behavior 
dependent upon the present thermal and mechanical load via 
a microstructural analysis is non-trivial, if possible, at all. 
Effects like the carbide growth and formation could to date 
only be shown for higher temperatures and defined hold-
ing times [2, 13, 14]. Correlating a microstructural impact 
on the formation of microcracks in the CGHAZ, during the 
here discussed temperature window for samples heated to 
the typical 705 °C PWHT temperature, even without a dwell 
time, is all but impossible.

Microstructural analyses of the simulated CGHAZ sam-
ples after the specific PWHT cycle via scanning electron 
microscope (SEM) or even scanning transmission electron 
microscope (STEM) were unable to show discernable dif-
ferences in microstructure due to different heating rates 
or applied force. STEM was used in Fig. 6a, b to depict 
CGHAZ samples after heating with Φ = 33 K/h to 500 °C 
while 900 MPa was applied. Figure 6c and d shows samples 
heated with Φ = 300 K/h to 500 °C with the same stress 

applied via a uniaxial force. No clear differences could be 
identified between Φ = 33 K/h and Φ = 300 K/h. No micro-
structural differences due to different applied stresses dur-
ing the PWHT via SEM or STEM were observed in similar 
experiments either. The reason for different SRC behavior of 
13CrMoV9-10 for varied heating rates, and applied stresses 
are the formation and growth of precipitates due to elements 
formerly forced into solution ([15, 16]). These are highly 
localized and could not be directly observed in the inhomo-
geneous microstructure, especially due to the comparatively 
small observation window of STEM compared to the large 
sample diameter ([13, 14, 17, 18]).

Independent of the utilized heating rate and applied 
stresses over the cross section via a uniaxial tension force, 
the bainitic microstructure showed a high density of carbides 
and the typical elongated plate-like grains. Larger areas with 
very fine precipitates of high density within the grains were 
identified in all samples with no discernable differences due 
to the applied variables. Areas with needle-like carbides with 
similar orientation can be observed in all samples and are 
suspected to be cementite (Fe3C). All samples presented with 
comparatively large carbides on the grain boundaries, which 
indicate Cr and Fe rich M7C3 carbides. These assertions were 
not able to be verified within the boundaries of this study. 
Multipass SAW-welds typically exhibit M7C3 und M3C car-
bides as well as MX carbonitrides [17, 18]. Specifically, the 
microstructural analysis did not reveal any discernable impact 
of the heating rate or the applied stress on the microstructure 
or the size, density, or type of precipitation with this method.

3.3 � Heating rate and stress‑dependent, 
microstructure‑specific hardness

In addition to the analytical methodology, a mechanical 
analog was investigated as a possible criterion for micro-
structural effects on a µm-scale (precipitates, grain bounda-
ries etc.). For that reason, the hardness (HV0.5) was meas-
ured on a cross section of the WM of a real weld and on 
the simulated CGHAZ samples after their respective PWHT 

Fig. 5   SEM pictures of an initial fracture in the CGHAZ samples (1010 MPa load): a Φ = 33.3 K/h (macro view) and b intergranular fracture 
(detail view); c Φ = 100 K/h (macro view) and d dissimilar fracture topography mode (detail view)
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scenarios. Figure 7 shows the measured HV0.5 for different 
microstructures (WM, CGHAZ), heating rates, and applied 
stresses during the PWHT simulation. Different sample 
orientations were measured for the WM, with L denoting 
the lengthwise (along the weld seam) and C denoting the 
crosswise (perpendicular to the weld seam) orientation of 
the samples. The simulated CGHAZ samples show a signifi-
cantly higher hardness in the reference case, without stress 
(dotted blue line), with 395 HV0.5. The lengthwise extracted 
WM (L) as well as the crosswise extracted WM (C) exhibit 
significantly lower values with 325 and 350 HV0.5 respec-
tively. These differences are likely due to multipass welding 
SAW, which corresponds to a repeated partial heat treatment 
of the WM with a decreasing peak temperature per cycle 
(i.e., next welded layer) [2, 6, 14, 19]. For the here exam-
ined WM, no significant impact could be observed for the 
L- or C-samples with regard to the different heating rate and 
stress level combinations, as compared to the CGHAZ. The 
originally already high hardness of the CGHAZ, on the other 
hand, rises from 390 to 420 HV0.5. This high hardness and 
lowered ductility are reflected in the different fracture topog-
raphy (intergranular fracture, Fig. 6). The presented method-
ology facilitates the systematic variation of applied stresses, 
during a simulated PWHT, with easily varied PWHT param-
eters such as heating rate or end/holding temperature with a 

comparatively simple and easily adjusted experimental setup 
and the correlation to the HV0.5 hardness. Large thickness 
CrMoV welds generally exhibit very high residual stresses 
([2, 20]), which can reach the yield strength of the specific 
CGHAZ or WM microstructure ([2, 5, 8, 20, 21]). This made 
the examination of very high test loads necessary.

(a) (c)

(d)(b)

Fig. 6   Scanning transmission electron microscopy (STEM) comparison of simulated CGHAZ microstructures after different PWHT treatments: 
a, b Φ = 33 K/h, Tend = 500 °C and 900 MPa, c, d Φ = 300 K/h, Tend = 500 °C and 900 MPa

Fig. 7   HV0.5 hardness dependent on microstructure, heating rate, and 
applied stress
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4 � Conclusions

Submerged arc welded creep-resistant steels with very large 
sheet thickness are susceptible to stress relief cracking if the 
mandatory PWHT is performed improperly or if the emerging 
mechanical loads during the welding and cooling process are 
insufficiently taken into consideration. Further research is cur-
rently being conducted, and the corresponding comprehensive 
results will be published in [22] among others. For the results 
of the proposed test methodology to identify SRC suscepti-
bility shown here, the following conclusions can be drawn:

1.	 The developed test methodology enables the simulta-
neous physical simulation of PWHT cycles during a 
specified mechanical load especially of CGHAZ sam-
ples. These can be simulated in conjunction with the 
PWHT experiments, which allows for a streamlined 
workflow for these experiments. The defined mechani-
cal load imitates and subsumes the higher residual 
stresses caused by the structurally induced stiffness of 
the surrounding construction including the not insig-
nificant bending moments. The presented mathematical 
analysis via the first and second derivatives facilitates 
a fast and repeatable comparison between different 
experimental parameters.

2.	 A very clear microstructure dependency was observed, 
as the WM showed no reduction in velocity vs during the 
PWHT. The property profile changes of different micro-
structures due to a possible precipitation influence are 
non-trivial to detect and are, at the time of publication, 
yet unclear. For that reason, the here discussed testing 
methodology allows for a robust but simplified evalu-
ation of SRC susceptibility, utilizing a more realistic 
temperature and mechanical load profile.

3.	 The results of comparative hardness measurements show 
a correlation of increased hardness at lower heating rates 
Φ and movement of the minimum of the first and second 
derivatives of the length change to lower temperatures.

4.	 The findings of previous works [2, 5, 8, 20, 21] that the 
substitution of multiaxial stress distributions with a uni-
axial tension stress requires extremely high stress levels 
(close to the respective yield strength of the CGHAZ and 
WM in the as-welded, hardened condition before the 
PWHT) to create SRC susceptible conditions were veri-
fied.
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